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ABSTRACT:Hydrogels with attractive stimuli-responsive volG#fé&PVA-MA)-g-PNIPAM
changing abilities are seeing emerging applications as soft actuatafs .,
and robots. However, many hydrogels are intrinsically soft and fragile for.
tolerating mechanical damage in real world applications and could Roet
deliver high actuation force because of the mechanical weakness af.the )
porous polymer network. Conventional tough hydrogels, fabricated by %<
forming double networks, dual cross-linking, and compositing, could hot . |
satisfy both high toughness and high stimuli responsiveness. Herein, we

present a material design ofmbining responsive and tough NIPAM
components in a single hydrogel network, which enables the synergisticPVA-MA/PVA
realization of high toughness and actuation performance. We showcase"ystaline PVA
this material design in an exemplary tough and thermally responsive

hydrogel based on PVA/(PVA-M&RNIPAM, which achieved 100 times higher toughn&8sMJ/n?) and 20 times higher
actuation stress {0 kPa) compared to conventional PNIPAM hydrogels, and a contraction ratio of up to 50% simultaneously. Th
e ects of salt concentration, polymer ratio, and structural design on the mechanical and actuation properties have b
systematically investigated. Utilizing 4D printing, actuators of various geometries were fabricated, as well as lattice-archit
hydrogels with macro-voids, presenting 4 times faster actuation speed compared to bulk hydrogel, in addition to the high tough
actuation force, and contraction ratio.

KEYWORDS:4D printing, hydrogel actuator, tough hydrogel, salting out, thermoresponsive hydrogel, photoresponsive hydro
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INTRODUCTION upon contact when applied as actuators, which hinders their

Stimuli-responsive hydrogels are widely used for soft actuatﬂ?galasprz%téc?ér?q?gfgt'zgfvitg‘:é "Dfrli\(/) ishlgnhetlr?ggssy s?Jt():rrl\Jp;s
and soft robots because of their facile fabrication, diver P ' 9 y

18 H
actuation modes, and high degree of freedom durin having dual cross-

rmin ] double networlgsz,5 (DN,
actuatiort. Hydrogel actuators are seeing growing interests king, * and compositirif** were introduced for toughen-
underwater robots and biomedical tools in light of thei

Jng hydrogels. However, many tough hydrogels are incapable
excellent compatibility with aqueous and biological enviro

r?—f actuation by ambient stimuli while maintaining high
ment®>® Among various stimuli-responsive polymeric actua-

toughness because of the consumption of stimuli-responsive
tors, thermoresponsive ones have attracted particular inter ! ?s or immobilization by the secondary networks ofiests
due to the easy induction of thermal energy in the materi

ing the toughening process. For PNIPAM hydrogels, some
without compositional change to the sy&terRoly(N- able approaches utilized solvent exchanggs that indyced
; : strong aggregation or collapse of polymer chains for combined
|_sopr0pylacrylam|de) (PMPAM) hydroge!s are a represemg’[rengthening and actuatiér® These methods require
t'\k’)e examptl)e Ithat tﬁxh'b;t dlstmcpt_belhawlor? at :empera:ur?gplenishing the entire body of solvent for reverse actuation
?ng_) grPN?F?XVM heldrromglir a%r;(laiﬁ V\?gtgrm;n d esn\:v%irz:”%nd therefore limit the working environment of actuators to
h ’ t bel {ng_ d | | t alte-smed containers. AI_ternatlver, electro-actuation and
emperature below and conversely expel water a eumatic/hydraulic actuation have been employed to actuate
shrink at temperature above LCST. PNIPAM-based actuat gh hydrogef$*° which requires external powering and
have shown sigeant advantages over many other types o umping system’s to supply sient voltage or pressure.
hydrogels because of remote powering and control capabilities
when conjugated with photothermal/magnetothermal materi=—— — _ -
alg*6:10 Special IssueNovel Stimuli-Responsive Materials

Conventional hydrogels, especially PNIAPM hydrogels, a$€ Printing

mechanically weak because of their low solid conteBts (7Qzeceived: September 29, 2020
98% water contents) and Kaof energy dissipating accepted: November 19, 2020
mechanisnmis>*® Their intrinsic softness and fragileness lead
to low deliverable foré’ and large passive deformation
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Achieving high mechanical robustness and stimuli responPreparation_of Printing Precursor. The printing precursor
siveness simultaneously has beesulllifor hydrogels. Many  consists of (16 x) wt % PVAx wt % PVA-MA, 20 wt % NIPAM,
toughening methods that involve addition of seconda d 0.1 wt % TPO-Li dissolved in water. The hydrogels were denoted

networks? cross-linker<, or reinforcemert®* are incom- $“XP-MA_(105 x)P" for x wt % PVA-MA added in the total

. L . . . recursor. For controlling light penetration depth, 0.2 wt % tartrazine
patible for building tough and stimuli-responsive actuators, g’ssphotoabsorber was agddged t% the precursoe. The ratio of PVA and

the stimuli-responsive network is internally restrained by th&/a.ma was adjusted between 0:10 to 7:3 for achievérgndi
nonresponsive toughening components. Some water-fig@perties.

polymer systems are easily made to be tough and stimuliPrinter Setup. The homemade printer consists of an DLP-based
responsive, like liquid crystal elastomers (ECEsind PRO4500 UV light (385 nm) projector from Wintech Digital System
poly(pyrroleﬁs These materials consist of tough p0|ymerTechno|ogy Corporation, a motqrized translat.ion stage mounted to a
backbones and stimuli-responsive functional groups in a singiior controller, and other optical accessories from Thorlabs, Inc.
network. Therefore, it would be advantageous to synthesiza® Power density of the pzjec.md v “?ht o th'“T. fﬁca' plane is
hydrogels with an intrinsically tough and stimuli—responsi\ﬁe"ﬂsuree| to be 2.34 mWicsing an ultraviolet light meter,

. . > ) aceable Products. A customized program was used to coordinate
network to realize simultaneous high toughness and stimy|g projection of image and the movement of the stage. The

responsiveness. resolution of the printer was 3@ in thexSy plane and 10m in the
Herein, we present a tough and responsive hydrogglaxis direction.

synthesized by grafting stiimmasponsive monomers to  Printing Process.All the printing proceeded in air under ambient

polymers with high toughness. Poly(vinyl alcohol) (PVA) igonditions. A 3D computer-aided design (CAD) models ratas

a high-molecular-weight polymer with excellent mechanicdgsigned and sliced into series of 2D patterns. The patterns were

properties due to its high fracture toughness compared to tﬁgquentlally prc_Jjected onto the substrate, which was immersed in the

short chain counterpa?f’sl?VA also has a good ability to form precursor solution. The thickness of each layer was set to be 0.1 mm.

i d - for furth heni ach layer was cured for 30 s. For printing the bilayer structures, a
nanocrystalline domains for further strengthening angsiom Jayer was printed, rinsed with DI water to remove the

toughening the network via post treatr_ﬁ‘@'ﬁ.{sTherefore, unreacted precursor and dried. The printed layer was then immersed
we used PVA and its methacrylate derivatives (PVA-MA) @sa second precursor and a layer wittreint material was printed

the tough polymer backbone. The mzation from PVA to  on the top. All the samples tested for following measurements of
PVA-MA enabled the photo polymerization of this tough"n_echanical properties, contraction force, and swelling ratio were all
polymer. In this studi-isopropylacrylamide (NIPAM) was Printed by this process. _

used as an exemplary responsive monomer for grafting ont@/ting-out Treatment. The printed hydrogels werest

the PVA-MA backbone to give PVA thermoresponsiveness ersed in DI water for 24 h to remove the excess monomers

. ; then immersed in 8L M N&SQ, solution for 5 h to induce
PVA/(PVA-MA)g-PNIPAM ' hydrogel was fabricated via aggregation and crystallization of the PVA and PVA-MA chains.

digital light processing (DLP)-based 4D prififing.facile Mechanical Properties Measurement. A Cellscale Univert
salting out treatment was used subsequently to induce thfechanical tester was used for measuring passive mechanical
formation of PVA nanocrystalline domains to furthermroperties and active contraction of the hydrogel. For passive tensile
strengthen the hydrogel network. The printed hydrogeltests, dog bone specimens with 2 mm gauge width, 4 mm gauge
showed exceptionally high strength, high toughness, gogggth,_and 2 mm thickness was 3D printed and measured using a 4.5
thermoresponsiveness, and improved actuation force, and the{pading cell under stretch rate of 0.1/s. For passive compression
are highly tunable because of the ability to spatially progr s, cylindrical specimen with 5 mm diameter and 2 mm height was

the material properties by 4D printing. The presented toug mgrrg;t;gn?;?e g?%?g;';;d gsia 10 N loading cell under

and responsive hydrogel system, with its simple synthesis an@ontraction Force Measurement.For active contraction force

modular design, holds great potential for constructing tougheasurement, the dog bone specimen was clampredtistance

and high-power soft robots, biomedical devices, and hydrogél4 mm using the tensile testing setup with a water bath

actuators. compartment installed; hot water was poured into the bath container

and the contraction force was recorded using a 0.5 N loading cell.
Swelling Ratio Measurement. The cylindrical specimen for

MATERIALS AND METHODS compression test was equilibrated in water and heatetCtagig

Materials. Poly(vinyl alcohol) (PVA, 99% hydrolyzed, MW a hot plate. The area change of the specimen was recorded using a

89 0098 000) N-isopropylacrylamide (NIPAM, 99%), methacrylic camera from top. It is assumed that the specimen showed uniform

acid (MA, 99%)N,N -methylenebis(acrylamide) (Bis), 2-hydroxy-4 Vvolume change in all directions. The volumetric swelling ratio was

(2-hydroxyethoxy)-2-methylpropiophenone (Irgacure 2959), tartrasalculated using the following:

zine, and hydroquinone were purchased from Sigma-Aldrich. Lithium 22

phenyl-2,4,6-trimethylbenzoylphosphinate (TPO-Li) was purchased . . &re%c

from CPS Polymers. Hexane, hydrochloric acid, acetone, and triethylcomr"’mtlon ratie reg i

amine were purchased from Fisher SaenNIPAM was pugd by e

recrystallization in hexane. All other chemicals were used withoutMicrostructure Characterization. All hydrogel samples were

further treatment. immersed in DI water for 24 h before freeze-drying using a Labconco
Synthesis of PVA-MA.The PVA-MA was synthesized by a FreeZone freeze-dryer. The freeze-dried hydrogels were cut to expose

condensation reaction between PVA andmiAile S1A Typically, the inside and sputtered with gold before carrying out imaging using a

20 g of PVA was dissolved in 180 mL of DI water in a cosséal ~ ZEISS Supra 40VP SEM.

with heating. Forty milligrams of hydroquinone was added to the XRD Characterization. The hydrogel sample was cut into a

solution. After cooling down, 5 mL of MA and 10 mL of hydrochloricrectangular shape with dimensions of 2 rom x 4 mm and placed

acid was added to the solution. The mixture was stirred at 300 rpim rectangular sample holders for examination, and the resulting

and 60°C for 12 h. After cooling down, 15 mL of triethyl amine wasspectrum were analyzed by built-in database on PanaRgitd? o

added to the solution. The whole solution was then diluted 10 timeé2owder X-ray Diactometer.

and precipitated in acetone. The precipitate nadly Itered and DSC Characterization.Before freeze-drying the hydrogels for
dried in a vacuum. DSC measurements, wst used excess chemical cross-links induced
B https://dx.doi.org/10.1021/acsami.0c17532
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Figure 1.lllustration of the synthesis of PVA/(PVA-MANIPAM hydrogel. (A) Aqueous precursor containing PVA, PVA-MA, NIPAM and
TPO-Li. (B) One-pot synthesis of PVA/(PVA-MM)NIPAM hydrogel by light irradiation from a DLP 3D printer. The as-printed hydrogel was
transparent. (C) Toughening of hydrogel by immersion®ONsalt solution to induce PVA aggregation and crystallization. The hydrogel turned
semitransparent after the salting-out process. (D) Actuation of the hydrogel by heating, and the recovery of hydrogel by cooling. The hydr
turned completely opaque after heating and reverted to semitransparent after cooling.

by glutaraldehyde tox the amorphous PVA polymer chains to

methacrylate (-MA) side groups, termed as PVAHigAré

minimize the further formation of crystalline domains during thés14. However, note that PVA-MA has reduced ability to

freeze-drying process following4@f The water content of the

hydrogef,..;could be obtained by comparing the weight before an

after freeze-drying. In a typical DSC measuremenstweeighed
the total mass of the freeze-dried sampl&he sample was then
placed in a Tzero pan and heated up from 40 tC2&0a rate of 20
°C/min under a nitrogen atmosphere. The curve of beathows a
narrow peak ranging from 200 to 26Qwhich corresponds to the
melting of the crystalline domains. The integration of th
endothermic curve from 200 to 28D gives the enthalpy for

melting the crystalline domains per unit mass of the dry sample. T

mass of the crystalline domaigginsan be calculatedmgysaine
= chrystaIIinéHocrystalline in which Hocrystalline: 138.6 ‘J/g is the
enthalpy of fusion of 100 wt % crystalline BVikerefore, the
crystallinity in the dry samplg, can be calculated &g, =
MeystainkM. With measured water content from freeze-drying,
crystallinity in the swollen state can be calculaXgg,ag Xqn(1 S

fwate)-
FT-IR Characterization.The Fourier-transform infrared spec-

&rystallize due to the steric hindrance by the ewbdide
group. Therefore, nonmoed pristine PVA was blended with
PVA-MA in the precursor for retaining good crystallization
ability for toughening the hydrogel. Additionally, PVA-MA is
crucial for the grating of NIPAM molecules onto the PVA
network, which in turn gave rise to the thermal responsiveness
€of the hydrogel. Therefore, a balanced concentration of PVA
ﬁgd PVA-MA should be used for optimum combined
mechanical properties and thermal responsiveness. The
hydrogels were denoted“aB-MA_(10x)P” for x wt % of
PVA-MA added in the total precursor, and we mainly used 5P-
MA_5P hydrogel in our study due to its combined high

th‘°strength, high stretchability and good thermal responsiveness.

Additionally, water was used as the solvent instead of organic
solvents for green synthesis, and TPO-Li was used as the

troscopy (FT-IR) analysis was conducted using a JASCO model 4pbotoinitiator in the aqueous precursor, due to its ability to
FT-IR using a potassium bromide (KBr) pellet. FT-IR spectra wergduce radical polymerization under both visible and UV

recorded in the spectral range of 8800 cmi' with a 2 crmt
resolution and 32 scans.
RESULTS AND DISCUSSION

Material Design. Figure A, B showed the one-pot
synthesis of the PVA/(PVA-M&PNIPAM hydrogel. PVA

spectra to t di erent printing systems. PVA, PVA-MA,
NIPAM, and TPO-Li were dissolved in watdgure A)

and exposed to UV light for gelatiéig(re B). No cross-
linker was added to ensure that all retained NIPAM molecules
were attached to the PVA-MA backbone after rinsing. The
fabricated hydrogel was transparent and colored with the

and PVA-MA were used as the tough polymer backbone fghoto absorber dye added to the precufsguie B, bottom

two reasons. First, because of the high molecular weight;gfage). The chemical composition of the obtained hydrogel
PVA, the fracture energy of PVA chains are much higher thgn < yeried with FT-IR analysigigure S1B

the relatively short polymer chains formed via radical 14 further toughen the PVA/(PVA-M&PNIPAM hydro-

polymerization from monomers. The energy required t

fracture a polymer chain)(scales proportionally with the
polymer chains length (gg)eating units) according to Lake
Thomas theory ( n).

via thermal annealing or phase separation pr¢éseghe
crystalline domains can toughen hydrogels by inhibiting cr
propagation, cross-linking multiple chains, and increasing

fracture energy of polymer chains, as the energy required

Second, PVA is easy to crystallize

%el, the 3D printed sample was then immersed ipgBONa
salt solutions of various concentrations to induce aggregation
and crystallization of the PVA chains. The treatment is known
as salting out and is based on the classical Hofmeisteine

ich dierent ions have a distinguishable ability to induce

al . L .
tﬁgase separation of solutes and precipitate the dissolved

nglymeré® The sulfate ions have a strong ability to induce

fracture crystallized chains are much higher than that of #g9regation and crystallization of the PVA and were used as
amorphous counterpart. For subsequent grafting of thermall}e salting-out agent in this stﬁ?ﬂ/{ The sample
responsive monomers onto the PVA chains, the PVA polyméfansitioned from transparent to semitransparent after the
went through a simple condensation reaction with methacryB@lting-out treatment and remained semitransparent even when
acid (MA) in an acidic environment and produced a UV crossmmersed back into water, indicating the formation of
link-able derivative PVA polymériglire Sp with the nanocrystalline domains that strongly scattered Higlt g
hydroxyl SOH) side groups partially moed with the 1C, Figure SB
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The toughened PVA/(PVA-MAPNIPAM hydrogel by  signicantly strengthened the hydrogel by their ability to pin
salting out maintained the reversible thermal responsivenesslinvn crack$’, they also improved hydrogeglasticity by
water Figure D), beneting from the single network design. acting as rigid high functionality cross-lirtkers.

The thermal-responsive side groups/side chains were comfor a typical 5P-MA 5P hydrogel, the tensile strength
bined with the tough hydrogel network, which reduced thencreased from 0.015 to 2.2 MHM&g(re 2), and the
internal constraint between the thermal responsive and notempressive strength increased from 0.16 to 3.8-\dBee(
thermal responsive domains in the hydrogel network. WheéiB) after the salting-out treatment in 1 M,$@, solution.
heated above the LCST of PNIPAM, the hydrogel quicklyrhe corresponding toughness of the 5P-MA_5P hydrogel
turned opaque as the grafted NIPAM chains phase separatedched 10 MJ/#(Figure £), comparable to that of natural
from water and formed globules that additionally scatteredndons. Compared with other double-network tough NIPAM
light. The volume change was slower than the color changgdrogels®*”™>*° the PVA/(PVA-MA)gPNIPAM hydrogel
because of the hydrdgddulk size, and the hydrogel graduallyshowed high stretchability, strength, and toughiRiesse(
shrunk in size over time. This could be caused by the relatively).

small pore size (82 m) and bulk sample size of the  Active Actuation Properties. The PVA/(PVA-MA)g
hydrogel, which hindered theudiion of water in/out of the PNIPAM hydrogel maintained thermal responsiveness after
hydrogel network Figure Syt When lowering the bath the toughening process by salting dtiute ASC),
temperature to below LCST, the hydrogel could recover to
the original size and color. Because of the 3D printability of tta  Tough pva/ Regular B

hydrogel, large voids serving asient water channels could o A9 PTIPAM 2 10 .
be printed in the hydrogel structure for bypassing the siz 1 E 08 0T
dependent volume change of the hydrogel and increa §os] 7
actuation speed. s °-Eoooz R ——
Passive Mechanical PropertiesThe typical tensile and c " salt Concentration (M)
compressive str&ssrain curves of the printed PVA/(PVA- g 10
MA)-gPNIPAM hydrogel with respect to concentration of 5 oe S~
N&aSQ, solution are shown iigure A, B. All hydrogels were g 0o T
8 0'6.2 04 0.6 0.8 1.0
A 55 B 4 PVA-MA Ratio
——0.1M D 10 E 12
2.0 0.3M S  |——PVA/(PVA-MA)-g-NIPAM | PVAIPVA-MA)-g-PNIPAM (This work)
~ 3 0.5M < 4 Regular NIPAM gel s
§ 15 g —1.0M T‘g’ % 9 :;\j:cr:;c;]responsive
€ < 2 L 6 4
ﬁ 1.0 % @ » 6 :‘S?z;‘sive J6n-imprinted hydrogel
g ;7) 1 2 4 _S hydrogel Muscle-powere:
0.5 § ) g 3 hydrogel
0.0 0 3 < 0
0 2 4 6 8 10 12 00 02 04 06 08 1.0 0 30 60 90 120 150 10 100 1000
Tensile Strain (mm/mm) Compressive Strain (mm/mm) Time (s) Modulus (kPa)
C D 12 . .
10 Figure 3 Actuation and output stress of PVA/(PVA-MANIPAM
z T 9l  This work hydrogel. (A) Application of PVA/(PVA-M&RNIPAM hydrogel
2 1 = as linear actuator compared with NIPAM hydrogel. The 5P-MA_5P
Py 7 6 hydrogel toughened in 0.5 M,N@), solution could lift a 20 g weight
£ 01 g PNIPAW/  ALaiginate! without fracture while regular NIPAM hydrogel of the same
3 2 3 S - dimension fractured easily. (B) Contraction ratio of the 5P-MA_5P
F 0.01 = o PPawpvePs  Clavieo hydrogel toughened in drent concentrations of J$&), solution.
01M  0aM  05M 1M o 5 10 15 20 (C) Contraction ratio of PVA/(PVA-MAPNIPAM hydrogel with
Concentration Tensile strain (mm/mm) di erent PVA to PVA-MA ratio toughened in 0.3 iyBiasolution.

) ) ) (D) StresStime curve of 5P-MA_5P hydrogel toughened in 0.5 M
Figure 2. Mechanical properties of PVA/(PVA-MAINIPAM NaSQ, solution compared with regular PNIPAM hydrogel. (E)
hydrogels. (A, B) Tensile and compressiveSstesia curves of 5P-  Ashby diagram showing the actuation stress vs modulus of the PVA/

MA_5P hydrogel toughened in efient concentrations of J$&), (PVA-MA)gPNIPAM hydrogel compared with other hydrogel
salt solution. (C) Tensile toughness of 5P-MA_5P hydrogels thaictuators.

were toughened in dirent concentrations of J$&), salt solutions.
(D) Ashby diagram showing the toughness vs strain properties of 5P-

MA_5P hydrogel compared with other tough NIPAM hydrogelbeneting from the combination of thermal responsive side
systems. groups and tough polymer main chains in a single network. For
a typical 5P-MA_5P hydrogel, the volumetric contraction
rinsed in DI water to remove the salt prior to mechanicatould reach 50% for hydrogels toughened in 0.1,$0Na
testing. The maximum stress and strain of the hydrogebmparable to the pure PNIPAM hydrogel (60% contraction).
increased with the concentration 0§ used for salting  Although the volumetric contraction decreased with increasing
out, mainly due to the increasing aggregation and crystallingglt concentration, which was due to the reduced polymer
of the hydrogel with increasing concentration of salting owthain mobility as the PVA and (PVA-MNIPAM

agent Figure A, B, Figure Sp The typical 5P-MA_5P  polymer chains aggregated and crystallized during the salting-
hydrogel reached15% crystallinity against the total solid out process, the ultratough 5P-MA_5P hydrogel toughened in
content corresponding tdl.5% crystallinity in the wet state 1 M NaSQ, still maintained awmd 10% volumetric

after salting out for 5 h. The PVA crystalline domaingontractionfigure B). The PVA/PVA-MA ratio also showed

D https://dx.doi.org/10.1021/acsami.0c17532
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Figure 4.Customized actuator geometry and actuation speed. (A) Printed bilayer beam actuator showing fast bending and large bending a
under heating. (B) Bilayeswer blooms under cooling. (C) 3D printed bilayer gripper picking up an object through thermal actuation. The object
weighs 1 g. (D) Remote actuation of bilayer beam actuator coated with a thin layer of poly(pyrrole). (E) Remote and selective actuation of bile
gripper actuator coated with a thin layer of poly(pyrrole). Scale bar: 1 mm.

e ect on the swelling ratiBifjure €). The contraction of the  fracture Figure 3, left). In contrast, a conventional NIPAM
PVA/(PVA-MA)gPNIPAM hydrogel increased with the hydrogel (fabricated by polymerizing 30 wt % NIPAM, 1.5 wt
PVA-MA concentration. On one hand, higher PVA conterfo Bis, and 1 wt % Irgacure 2959 in DMSO and immersed back
increased the aggregates and crystalline domains formeh DI water) with the same dimensions deformed severely
during salting out for better toughening of the hydrogelinder the same weight, which leads to the formation and
(Figure SB&C) but provided fewer grafting sites for propagation of cracks in the hydrogel and eventually fracture of
increasing thermal responsiveness of the hydrogel netwdhe hydrogel Kigure 2, right). We quantitatively measured
On the other hand, higher PVA-MA increased the amount @he contraction force delivered by the two hydrogels, and the
NIPAM grafted to the hydrogel network, which in turntough 5P-MA_5P hydrogel showe®0 times higher
improved the thermal responsiveness of the hydrogel, bentraction force than the conventional NIPAM hydrogel
would lead to higher chemical cross-linking d&nsity (Figure ®). Compared to various state-of-the-art hydrogel
(Figure S). which reduced the maximum strain of the actuators®°° the tough PVA/(PVA-MAY}PNIPAM hydro-
hydrogel Figure S64C). gel showed a relatively high actuation force and modulus
With the combined high toughness and thermal responsivig=igure E).
ness, a typical 5P-MA_5P hydrogel strip fabricated via 4DThe deliverable force of the PVA/(PVA-MENIPAM
printing and subsequently toughened in 0.5 j8@®aould hydrogel is positively related with the mechanical properties of
lift heavy weights (20 g) without large passive deformation ¢ihe hydrogelKigure E). Without toughening by salting out,

E https://dx.doi.org/10.1021/acsami.0c17532
ACS Appl. Mater. Interfac¥XXX, XXX, XXEXXX


http://pubs.acs.org/doi/suppl/10.1021/acsami.0c17532/suppl_file/am0c17532_si_001.pdf
http://pubs.acs.org/doi/suppl/10.1021/acsami.0c17532/suppl_file/am0c17532_si_001.pdf
http://pubs.acs.org/doi/suppl/10.1021/acsami.0c17532/suppl_file/am0c17532_si_001.pdf
https://pubs.acs.org/doi/10.1021/acsami.0c17532?fig=fig4&ref=pdf
https://pubs.acs.org/doi/10.1021/acsami.0c17532?fig=fig4&ref=pdf
https://pubs.acs.org/doi/10.1021/acsami.0c17532?fig=fig4&ref=pdf
https://pubs.acs.org/doi/10.1021/acsami.0c17532?fig=fig4&ref=pdf
www.acsami.org?ref=pdf
https://dx.doi.org/10.1021/acsami.0c17532?ref=pdf

ACS Applied Materials & Interfaces WWw.acsami.org

the contraction force of the PVA/(PVA-MAPNIPAM contraction force of the hydrogel. The weight being lifted
hydrogel is comparable to that of the conventional NIPAMveighed 1 g, which is approximately 5 times the weight of the
hydrogel. With increasing toughness of the PVA/(PVAGMA)- solid content of the hydrogel gripper.
PNIPAM hydrogel by using higher concentration salt solution, Remote activatability is a sigant advantage of NIPAM-
the contraction force also increased. The reason for thimsed hydrogels due to the facile conversion of photons to
relationship is as follows: The nontoughened PVA/(PVAthermal energy through ricais photoabsorbets. The
MA)-gPNIPAM is intrinsically soft, which would deform photoabsorbers are generally black materials with nanometer
severely under low stress. While the hydrogel could contraizes for maximum photothermal conversiaiercy; here,
signi cantly upon heating when there is no external load, thee utilized poly(pyrrole) as the photoabsorber coating. As
displacement is reduced when external load exists due to gf®wn inFigure D, E, the bilayer hydrogel actuator turned
passive extension of the hydrogel under stress. Thus, thlack after coating with poly(pyrrole) and gained remote
tension between hydrogel and object is relaxed due to thastivatability using an IR laser (50 mW). The illuminated part
passive deformation which reduced the force being delivered the hydrogel actuators was locally heated quickly to induce
externally Kigure S8A Additionally, in the case of high bending, whereas the unilluminated parts remained cool and
external loading, the hydrogel would immediately fracture dgtatic Movies S4 and $5By controlling the illumination,
to its low strength and toughness. On the contrary, thgood spatial control of actuation could be realized in the
toughened PVA/(PVA-MAPNIPAM hydrogel has a much hydrogel actuatof{gure £).
higher modulus and would show reduced passive deformatio\ctuation speed is another important criterion of the
under external loading. The toughened hydrogel could alfydrogel actuator. Because of thasibhn-mediated swelling
endure much higher external force. Thus, the tension betweand contraction of hydrogels, the actuation speed inversely
the toughened hydrogel and the external object wagcales with the actuator size. Utilizing the ability to spatially
maintained at a much higher value and the tougheneg@rogram the hydrogel, the size-dependent actuation speed of
hydrogel contracted without large passive extension und@¥A/(PVA-MA)gPNIPAM hydrogels could be bypassed by
tension, which led to the increased deliverable fampeg printing large voids into the hydrogel to facilitate the fast
S8B. di usion of water in and out of the hydrogéhure A
Demonstration of Thermal/Photo Actuators with
High Force and Fast Actuation.With high toughness and
actuation force, the PVA/(PVA-M&RNIPAM hydrogels
could readily be applied to fabricate hydrogel actuators. By 4D
printing, bilayer actuators of various geometry could be facilely
fabricated. The bilayer actuators consist of a passive layer of
PVA/PVA-MA hydrogel and an active layer of PVA/(PVA-
MA)-gPNIPAM hydrogelHigure SP The printed bilayer
actuators were washed in DI water and immersed in 0.5 M
NaSQ, salt for toughening. After toughening, the bilayer
actuators were immersed back in water for actuation tests.
Figure A showed the actuation of a bilayer beam by heating.
The bilayer beam was initially bent toward the passive layer
because of the higher shrinkage of PVA/PVA-MA hydrogel

compared to. PVA/(PVA'MAQ'PNIPAM hydrogel. Upon Figure 5.(A, B) Lattice structured 5P-MA_5P hydrogels toughened
heating, the bilayer beam quickly bent toward the active layg{g 5 v NasQ, showing self-support in air and recoverability after
Despite the initial reverse bending, the bilayer beameformed. (C, D) Boosting the actuation speed and contraction ratio
completely bent toward the passive layer within 150 s amg printing lattice structured hydrogel in comparison with a bulk
showed a large bending angle2ffC at the tip (Movie S). hydrogel of the same bulk volume. Scale bar: 2 mm.
Figure 8 showed the actuation of a bilaysver by cooling.
The ower petals were initially bent by heating. When
immersed in a room-temperature water bath, the active laygiowed three types of printed 5P-MA_5P hydrogel lattice,
gradually expanded, which led to the blooming of the bilayesspectively, with Kelvin cell, simple cubic, and octet truss unit
ower (Movie S}. By spatially programming the area ratio ofcells. These hydrogel lattices were originally weak and
the passive/active layériqure S9B the ower petals after collapsed in air in the as-printed st&iguie S104A after
blooming did not overbend toward the passive layetoughening in 0.5 M N8O, they became capable of self-
Combining high strength, high toughness, high actuatiasupporting their own weight and retaining the designed
force, and 4D printing aided design, a thermally activatedfructure in air as a stand-alone architedtimeré S10B8
bilayer tough hydrogel gripper was demonstiatad € €). When using the lattice design with octet truss cells, the lattice
Upon heating, the gripper arm bent toward the object andould tolerate high external loading and deformation and still
locked onto the object, which enabled the subsequent lifting @fcover Figure B). Applying the lattice design in printing
the object out of the water bath. In contrast, while &hydrogel structures, the latticed 5P-MA_5P hydrogel tough-
conventional NIPAM hydrogel gripper of the same geometmgned in 0.5 M N&Q, showed a 4 times faster contraction
showed good actuation performance, it deformed severslyeed compared to a nonstructured bulk PVA/(PVAgMA)-
during the lifting process and failed to lift the same objed®NIPAM hydrogelRigure &, D). The latticed hydrogel also
(Movie S} Note that the arms of the PVA/(PVA-M&)- showed an increased contraction ratio compared to its
PNIPAM hydrogel gripper did not show a large deformatiomonstructured counterparMd@vie S¥ Therefore, with
during the lifting process, because of the high strength asttuctural design and the aid of 4D printing, a fast actuation
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